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Jason R. Simmons 
6412 Badger Drive 
Tampa, FL 33610 
813-621-5777 
November 27, 2013 
 
Re: Projects LPI-027-02-01, LPI-032-02-01 
 
To Whom it May Concern: 
 
As part of the above referenced projects, Sikagard 530 with specified accessories has been tested to and 
has met or exceeded the requirements of Air Barrier Association of America – ABAA Process for Approval 
of Air Barrier Materials, Accessories and Assemblies for fluid applied membranes both as a material and 
an assembly.   
 
As part of the Process for Approval, Sikagard 530 performed as indicated when tested in accordance with 
the following standards: 
 

1.  ASTM E 2187 - < 0.004 cfm/sf @ 1.56 lbs/sf  
2.  ASTM E 2357 - < 0.04 cfm/sf @ 1.56 lbs/sf 
 
 

 
Sincerely, 
 

 
 
Jason R. Simmons  
 
 
 


